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nacre and other biological materials (Fig. 3C). The
elastic moduli of up to 10 GPa achieved by the
artificial composite is comparable to those of
dentin and bone (9, 28, 29) and about 10-fold
lower than that of nacre (7).

The use of high-strength artificial platelets as
mechanical reinforcement imposes less-stringent
microstructural requirements to the composites
in comparison to natural hybrid structures. Ar-
tificial composites reinforced with strong plate-
lets show remarkable mechanical properties in
spite of their less-elaborate microstructure. In con-
trast, the relatively weak inorganic compounds
available in nature for biomineralization require a
far more sophisticated architecture to render
materials with comparable mechanical behavior.
Nature still remains supreme in its ability to build
hybrid materials with unique structures and prop-
erties using a relatively limited variety of inor-
ganic building blocks. Further advances in this
area might allow us to replicate the microstruc-
ture of natural materials by using strong artificial
building blocks in the future. If successful, this
bio-inspired approach would eventually lead to

man-made hybrid materials with unprecedented
mechanical properties.
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Atomic-Scale Chemical Imaging of
Composition and Bonding by
Aberration-Corrected Microscopy
D. A. Muller,1,2* L. Fitting Kourkoutis,1 M. Murfitt,3 J. H. Song,4,5 H. Y. Hwang,5,6
J. Silcox,1,2 N. Dellby,3 O. L. Krivanek3

Using a fifth-order aberration-corrected scanning transmission electron microscope, which provides a
factor of 100 increase in signal over an uncorrected instrument, we demonstrated two-dimensional
elemental and valence-sensitive imaging at atomic resolution by means of electron energy-loss
spectroscopy, with acquisition times of well under a minute (for a 4096-pixel image). Applying this
method to the study of a La0.7Sr0.3MnO3/SrTiO3 multilayer, we found an asymmetry between the
chemical intermixing on the manganese-titanium and lanthanum-strontium sublattices. The
measured changes in the titanium bonding as the local environment changed allowed us to
distinguish chemical interdiffusion from imaging artifacts.

Resolving and identifying the composition
and bonding of all atoms in a solid
sample at atomic resolution has been a

long-standing goal of analytical microscopy.
Atom probe microscopy comes close to the first
goal of compositional identification, collecting
roughly 60% of the atoms field-evaporated off a
sharp tip and locating their positions to within a
few lattice sites. Electron energy-loss spectroscopy

(EELS) of a high-energy electron beam focused
down to atomic dimensions allows elemental iden-
tification with atomic resolution, with the addition-
al capabilities of imaging insulating materials and
determining the electronic structure or chemical
bonding of each atomic column in the material (1).

One step toward atomic-resolution EELS
imaging was the identification of the chemical
state at a single point at an interface, with the use
of a scanning transmission electron microscope
(STEM) (2). However, the resolution was limited
by a small incident electron beam current, allow-
ing bonding states to bemapped at subnanometer
but not atomic resolution (3). The recent correc-
tion of third-order electron-optical aberrations by
multipole correctors has allowed the illumination
aperture size to be increased, yielding a factor of
4 to 6 increase in the beam current for the same
probe size (4). This has made it possible to record

atomic-resolution EELS line profiles (5) or chem-
ical images without bonding information (6, 7).

A full two-dimensional chemical map ob-
tained by EELS that also contains bonding
information requires yet another order of mag-
nitude increase in the beam current to improve
the signal-to-noise ratio. We did so by correcting
the electron optical aberrations to fifth-order so the
numerical aperture in the STEM could be further
increased (8). However, even this increase in
beam current was not sufficient to produce a true
chemical map. Electrons are scattered both elas-
tically and inelastically in the sample. Although
the inelastic scattering that contains the EELS
signal is peaked largely in the forward direction,
the unavoidable elastic scattering of those same
electrons is strongly angle-dependent. Standard
collection optics capture only a portion of the
inelastically scattered electrons, because heavier
atoms elastically scatter them out of the path to
the detector. Consequently, the EELS signal
can be dominated by changes in the elastic con-
trast, masking the chemically unique inelastic
signal.

This phenomenon was recently demonstrated,
both by experiment and quantitative theory, for
Bi0.5Sr0.5MnO3, where the “inelastic” images
were dominated by the strong elastic scattering
from the Bi sites that largely prevented electrons
on the Bi column from entering the detector (6).
A general symptom of this scattering artifact is
that all inelastic intensities, independent of their
characteristic energy loss, would peak at the
same spatial locations [as was mentioned in (9)].
The artifact can be eliminated if all the elastically
scattered electrons are being collected by the
spectrometer. However, increasing the collection
angle of a conventional spectrometer to do this is
not possible without drastically degrading the
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energy resolution to the point that the EELS
edges are no longer detectable (10). By adding
four round coupling lenses that parallelize the
scattered electrons, plus a corrective quadrupole/
octupole module before the spectrometer (8), we
obtained 0.5-eV energy resolution for collection
angles as large as 60 mrad. These angles are
larger than those in a conventional system by a
factor of roughly 3 to 6, and they collect a much
larger fraction of the elastically scattered energy-
loss electrons and thereby reduce the measured
elastic modulation to below a few percent.

Figure 1 shows atomic-resolution EELSmaps
that demonstrate this capability. The underlying
spectrum image was recorded with an incident
beam current of ~780 pA, with ~600 pA col-
lected in the spectrometer (11). For comparison,
the reported incident beam currents of third-order
correctors range from 10 to 100 pA when used
for EELS mapping, with an estimated usable
EELS signal of 8 to 50 pA (11). This factor of
10 to 100 increase in signal can be attributed to a
high-brightness source, improved probe formation,
and efficient signal collection. An uncorrected mi-
croscope has a probe-forming aperture semi-angle
of ~10 mrad. A third-order corrector allows this
angle to be doubled, increasing the beam current
fourfold for the same source size. A fifth-order
corrector allows the angle to be doubled yet again,
giving a factor of 16 increase in beam current over
the uncorrected system. An additional factor of 10
in current is gained by using a cold field emitter

instead of the more common Schottky emitter.
Finally, the post-specimen optics were matched
to collect over a much wider range of scattering
angles than in uncorrected instruments (8).

The sample we studied is a perovskite
La0.7Sr0.3MnO3/SrTiO3 (LSMO/STO) multi-
layer, with five nominal unit cells of each
material, grown in conditions where cation in-
terdiffusion occurs; such a multilayer is useful
for the bonding studies presented below (11).
This sample is a good resolution test because
there are two distinct sublattices, Sr-La and Mn-Ti,
offset from each other by 0.19 nm, and the edges
of the multilayers themselves provide a “knife-
edge” resolution test where the resulting image is
essentially a convolution of the probe shape with a
step function. This is a useful check for probe tails
that are filtered out of a periodic lattice image.
Both tests are needed to distinguish between true
inelastic contrast and the preservation of the elastic
contrast in the inelastic channel (12). Here, the La
and Mn lattice images are properly offset from
each other (Fig. 1, A and C), showing that the
elastic contrast artifact (which would cause them
to coincide) has been suppressed.

Figure 2A shows some of the individual spec-
tra that make up the chemical map, and the simul-
taneously recorded annular dark-field image from
the elastic signal (Fig. 2B) shows that the EELS
signals are properly registered with their respec-
tive atomic columns. The sharp left edge of the
STO layer visible as the dark band in the center of
Fig. 1A shows the abrupt profile in the La signal.
Another map of a nearby region of the sample,
recorded with the same probe alignments, shows

an abrupt edge profile for Ti (11) (fig. S2). This
counterexample demonstrates that the more grad-
ual interfaces for the Ti and Mn signals in Fig. 1,
B and C, are not the result of inelastic delo-
calization [which will be worst for Ti, the lowest-
energy edge (13–15)] or of probe spreading, but
rather are a property of the sample itself.

With these data we were able to explore chem-
ical bonding states at an atomic scale. The shape of
the EELS edge reflects the local, final-state density
of states modified by the presence of a core hole on
a specific atom column (16). The bonding changes
aremost noticeable at an energy scale of 0.2 to 2 eV,
so a simple check that we have sufficient signal to
image bonding states is to display maps of the
EELS fine structure formed with energy windows
in this range (Fig. 3, A and B, for Ti and Mn,
respectively, using a 0.5-eV window). The changes
in EELS fine structure are complex, but some
general bonding trends are captured by a principal
components analysis of the spectrum image (17).
The component that contains the largest image var-
iance, PC1 (Fig. 3C), tracks the average shape of
the Ti L edge and follows themap of total Ti signal.
We found that the second-largest component, PC2
(Fig. 3D), tracks the differences in Ti bonding
between Ti-rich STO and Ti-poor LSMO layers
(spectra shown in Fig. 3E). PC2 is only ~15% the
intensity of PC1, so the lattice fringe modulation is
reduced below the noise level in PC2. Nonetheless,
the presence of PC2 allowed us to distinguish be-
tween imaging artifacts, such as the small but un-
avoidable probe tails due to beam spreading, and
chemical interdiffusion in the sample itself. Probe
tails will blur the Ti signal of PC1 spatially but

Fig. 2. (A) Individual EELS spectra from
the series shown in Fig. 1. (B) The simul-
taneously recorded annular dark-field
(ADF) image. The large red circles show
that the La signal from Fig. 1A is cor-
rectly peaked where the ADF scattering
is strongest. The small red dots indicate
the spatial locations fromwhich the EELS
spectra were selected. Scale bar, 1 nm.
(C) Background-subtracted and gain-
corrected Ti L-edge spectra, plotted for a
single line across the SrTiO3 layer. The
four fine-structure peaks corresponding
to the unoccupied Ti 3d eg and t2g levels
for the Ti L3 and Ti L2 edges are resolved.Fig. 1. Spectroscopic imaging of a La0.7Sr0.3MnO3/

SrTiO3 multilayer, showing the different chemical
sublattices in a 64 × 64 pixel spectrum image
extracted from 650 eV–wide electron energy-loss
spectra recorded at each pixel. (A) La M edge; (B) Ti
L edge; (C) Mn L edge; (D) red-green-blue false-
color image obtained by combining the rescaled
Mn, La, and Ti images. Each of the primary color
maps is rescaled to include all data points within two
standard deviations of the image mean. Note the
lines of purple at the interface in (D), which indicate
Mn-Ti intermixing on the B-site sublattice. The white
circles indicate the position of the La columns,
showing that the Mn lattice is offset. Live acquisition
time for the 64 × 64 spectrum image was ~30 s;
field of view, 3.1 nm.
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